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No. Incident Date  Incident Location Service 
    
1 May 1993 Wonderlake, IL SCBA 
2 June 1994 Miami, FL SCUBA 
3 September 1994 Gaithersburg, MD Medical “O2” 
4 March 1995 Bellville, IL CO2 
5 July 1996 Morristown, NJ SCBA 
6 July 1996 Union City, GA Medical “O2” 
7 October 1996 Neshanic, NJ SCBA 
8 September 1997 Kalamazoo, MI SCBA 
9 February 1998 Riveria Beach, FL SCUBA 
10 December 1998 Tampa, FL SCUBA 
11 May 1999 Summerfield, NC SCBA 
12* March 2000 Key Largo, FL SCUBA 
    
Table Notes: 
1. Reported as failure during filling 
2. *Information being confirmed 
3.  SCBA, (Self Contained Breathing Apparatus) 
4.  SCUBA, (Self Contained Underwater Breathing Apparatus) 

 


