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Standard Reference Material 105

High~Sulphur Steel "

Carbon------------------ 0.193 percent

*Sample contains approximately 0.60 percent sulphur.

Washington, D.C. 20234 George A. Uriano, Chief
August 10, 1981 Office of Standard Reference Materials
(Revision of Certificate dated

4-22-37)



