U. S. DEPARTMENT OF COMMERCE
NATIONAL BUREAU OF STANDARDS
WASHINGTON, D. C.

PROVISIONAL CERTIFICATE
of Analysis of
Standard Sample 123b
Niobium-Tantalum Stabilized Stainless Steel

Percent
Niobium (Columbium) = = = = = « = « 0.75
Tantalum = = = = = = = = = = = = = = .20
Tungsten = = = = = = = = =« = = = = = .18
Titanium = = = = = = = « = = « = = = .006
Molybdenum = = = = = = = = = = =~ « = .17
Silicon = = = @« = = = = @ o = = = = - .52
Phosphorus - - = = = = = = = = = = = .024
Vanadium = = = = = =« = = = « = o « - .05

(Signed) Edward Wichers, Chief
Division of Chemistry

Washington, D. C.
March 9, 1953

HE O =N <00



