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Applied Pressure - ksf
Natural Dry Dens. Overburden P Initial Void
Saturation| Moisture (pcfh) LL | PL 1S Gr (ksf) (ksh Ce Cr Ratio
96.1 % 542 % 67.2 74 | 42 | 274 — 5.84 0.61 0.02 1.545
MATERIAL DESCRIPTION Uscs AASHTO
Brown fai clay with sand CH -
Project No. 3043051021  Client: TVA got)f P cleel Remarks:
Praject: TVA Kingston - Proposed Gypsum Stack ( ecmw(c'med’ m::mwef
’ . ozl Zoue. )
Location: NB-44 (31-33% Elev, T11.7-709. 7'
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