
DuPont Clay Subgrade – Mean CBR 5.12

High Strength Subgrade – CBR 25-30

DuPont Clay Subgrade – Mean CBR 5.35

DuPont Clay Subgrade – Mean CBR 5.38

DuPont Clay Subgrade – Mean CBR 5.70

DuPont Clay Subgrade – Mean CBR 6.02

DuPont Clay Subgrade – Mean CBR 6.71

DuPont Clay Subgrade – Mean CBR 5.30 DuPont Clay Subgrade – Mean CBR 5.30
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Existing Material – CBR 20-40
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