
P-154 Density Data

Sand Cone Method

Lift 1 Lift 2

Wet Density (lbs/cu. ft.) 137.71 141.84

Dry Density (lbs/cu. ft.) 129.93 133.90

Percent Moisture 5.98 5.93

Max. Dry Density (lbs/cu. ft.) 133.80 133.80

Percent Compaction 97.11 100.08

Nuclear Density Gauge

Lift 1 Lift 2

Avg. Dry Density (lbs/cu. ft.) 129.9 132

Avg. Percent Moisture 4.9 4.9

Percent Compaction 97.1 98.7


